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NL/TARACORP WASTE PILE INVESTIGATION

1.0
INTRODUCTION

At the request of the U.S. Army Corps of Engineers (USACE), Woodward-Clyde (W-C)
prepared and implemented a work plan to collect representative samples from the NL/Taracorp
waste pile for the purpose »f analyzing for the following parameters:

L Total Organic Content
. Total BTU Value per pound
’ Specific Density
» Total Lead Content
These analyses were completed using methodology specified in SW-846 and ASTM.

None of the previous investigations have included analyses to determine total organic content or
total BTU value of the material contained in the waste pile. This information is required to
evaluate the feasibility of a secondary smelting facility accepting the waste material as smelter
feedstock. To be acceptable at a secondary smelting facility, the material must have a total BTU

value of less than 5,000, ard a total organic content of less than 500 ppm on an "as charged"

basis.

Previous evaluations of the NL waste pile by OHM (1987 and 1994) and O’Brien & Gere (1988-
1989) have resulted in a wide variation of estimates of the composition (25% to 50% slag) and
average density (1.55 to 2.95 tons per cubic yard). The differences may be attributed to
exploratory techniques, sample collection methods, and the heterogeneity of the pile due to
historical changes in plant processes. This investigation has attempted to determine more
accurate values for the waste pile material so that more accurate cost estimates can be included
in the Second FS Addendum.

W-C\CIMT 1) 1 anuary 12, 1995



Woodward-Clyde Consultants

2.0
WASTE PILE EVALUATION

2.1  HISTORICAL RESEARCH / INTERVIEWS

Limited historical research and interviews of plant personnel were conducted to attempt to better
determine what materials were deposited in various parts of the pile at different times. Current
plant personnel were interviewed and to the extent possible historical records were searched.
Available historical maps were reviewed to attempt to document activities related to the growth
of the pile

According to plant personnel, all of the materials contained in the pile were generated by on-site
operations. It appears that the initial location of the waste pile was at the north end of the
current pile, with the pile growing to the south over time. Most of the material was added to
the top of the pile. The last area where material was added was at the southeast corner of the
pile. Itis not known if the pile extends below grade more than the 10 to 15 feet estimated from
the trenches that WCC excavated in November, 1994. Plant personnel indicated that at no time
did the public take material directly from the waste pile for use as fill. The hard rubber battery
casing roaterial that came out of the crusher associated with the battery breaking operation was
reportedly dumped into bins at the end of the conveyor line. The fill material that the public
had access to came from these bins.

The waste material that came out of the smelter consisted of two parts: the matte. the upper
portion, was made up of the lead and iron froth; and the slag which was high in sand and
limestone. This slag was re-fed into to the furnace as a flux. The matte, which probably
comprised approximately 70 percent of this material, was dumped onto the pile.

Some o1 the drums of dross generated by the smelting operation were also disposed of onto the
pile. Workers would leave the drums on the pile, rather than take them back to be recharged
into the furnace. Some of the drums have been removed and placed on the west side of the pile
but it is not known if there are more in the pile. Plant personnel have also reported that there
may have been some automotive scrap materials brought in to the plant to be charged in the
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smelter, but there is no wntten documentation of this. No other materials are known to have

been brought on site to be charged into the furnace or added to the pile.

Some of the material that would have gone onto the waste pile was removed by a licensed waste
hauler and taken to the landfill located near the intersection of Interstate 70 and Illinois Route
203 south of Madison. This occurred while the property was owned by National 1Lead during
the period of time when IEPA was restricting on-site disposal. On-site disposal of material onto
the pile resumed when the plant was purchased by Taracorp in 1983, and continued until

smelting operations were discontinued in late 1983.

Initially, the material that was incorporated into the pile was primarily slag from the smelting
operaticns. When battery breaking operations were started on-site, the hard rubber battery
casings. and later. plastic battery casings, were also added to the pile.

2.2 FIELD ACTIVITIES

Field activities for the sampling and mapping of the Taracorp pile began on Monday, November
28. 1994. The purpose of the activities was to provide additional information to further evaluate

possible remedial alternatives by:

o Collecting representative samples of the pile materials for chemical analysis.

v Collecting representative samples of the pile materials for physical properties
analysis.

¢ Refining the estimates of the volume of the pile and each of its individual
constituents.

. Evaluating the etfectiveness of dust control methods through ambient air

monitoring for total lead content.

W.C\C3MII0 3 ;anuary 12, 1995



Woodward-Clyde Consultants
2.2.1 Documentation

Documentation of the excavation activities consisted of daily entries in a field logbook,
preparation of cross-sections of the excavations in the field (as-builts), photographs, and U.S.
Army Corps of Engineers (USACE) Daily Quality Control Report (DQCR) ferms. All
documentation was prepared in accordance with SOP No. 5 of the Project Chemical Data
Acquisition Plan (CDAP). All documentation will be added to the project file.

2.2.2 Excavation

WSI, Inc., was subcontracted by W-C to perform excavation of trenches into the Taracorp waste
pile. Excavation was performed using a Komatsu PC300LC extended reach trackhoe The total
reach of the trackhoe was approximately 60 feet. Six trenches were excavated into the pile, with
lengths ranging from 50 to 75 feet long (Figure 1). Depths varied from 15 to 30 feet depending
on the location where the trench was excavated. Trenches near the south end of the pile tended
10 be deeper due to the pile being higher at that end. Trench widths were approximately 15 to
20 feet. Detailed logs of the excavation are included as Figures 2 through 7.

Materials within the trenches generally consisted of a 1 to 2 ft. thick layer of battery casing
material mixed with reddish-brown lead oxide dust overlying coarse slag material. This coarse
slag material in turn tended to overlay slightly finer slag material mixed with clayey gravelly
material. Other materials present in the pile included: dross (a white pasty material), metal
scraps, cinders, mangled drums, bricks, and some wood. Natural soils underlying the pile
tended to be gray-brown silty clays. The pile is estimated to extend to approximately 5 to 10
feet below grade based on the results of the excavation activities. Cross sections of the
individual trenches are included as Figures 2 through 7. Analytical results and densitv estimates
of the individual components of the pile are included as Tables 1 and 2. Water appcared to be
present as "perched" water within the pile and may have been present as a result of rainfall or
as a result of the dust control measures. The water tended to enter the excavations once the

excavation extended into the natural clays.

The materials within the trenches tended to be very unstable. Material collapses were a frequent
problem During the excavation of trench 5, the south wall of the excavation collapsed and
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buried the trackhoe bucket and approximately 5 ft. of the boom. Another trackhoc had to be
brought on site to free the first trackhoe.

All trenches were backfilled with the excavated material following excavation of all the trenches.
Backfilling was performed with a Caterpillar high-lift.

2.2.3 Sampling

Samples were collected from each of the trenches for chemical and physical propery analysis.
Two types of samples were collected from each trench: 1) representative composite samples
with the mix of component materials based on a visual inspection of the trench, and 2) discrete
samples. of each of the majoc component materials identified. One composite was coliected from
each trench. Each composite sample consisted of a five (5) gallon bucket of material. Each 5
gallon bucket was weighed and an average density calculated. Each discrete sample consisted
of sufficient material to perform the required analysis. Where stratification within a trench was
noted, a discrete sample was collected from each strata. At least one discrete sample was taken
trom every trench and placed in a glass quart jar. The discrete samples were madc up of one
of the individual components of the pile. An attempt was made to obtain at least one discrete
sample of every material in the pile excluding demolition type debris (i.e. wood. brick, and
scrap metal).

2.2.4 Field Density measurements

Field measurements of the density of the pile was also completed. Three dump truck loads of
the excavated material (one from trench 3 and two from trench 4 were taken to the Taracorp
truck scale and weighed for density comparisons. Prior to loading the truck, the truck bed was
measured to provide a baseline volume estimate in cubic yards and the truck was weighed empty
to obtain a tare weight in tons. After the truck was loaded it was inspected to determine an
estimate of the volume of material compared to the total volume of the truck. The truck was
then weighed and density values for the material were calculated in tons/yd®. The first load of
material was a mixture of all the materials from trench 3 and had a density of 1.5 ton/vd® The
second load was mostly battery casing material from trench 4 and had a density of 1. {7 ton/yd>.
The third load was of coarse slag material from trench 4 and had a density of 1.88 ton/yd®.
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In addition to these measurements, the composite samples from each trench were collected and
weighed Composite samples consisted of a five gallon bucket of representative material from
each trench. Densities were calculated for each of the composite samples. These dencity values
ranged from 0.8 to 1.6 ton/yd®. Results can be found in Table 2.

2.2.5 Personal Protective Equipment

All excavation and sampling activities were conducted in OSHA Level "C" personal protective
equipment. All field activities, including decontamination, documentation and sampling were
conducted m accordance with procedures specified in the Pre-Design Field Investigation

Chemical Data Acquisition Plan and Site Safety and Health Plan.

OSHA Level "C" PPE consisted of:

. Hard hat

. Air purifying respirator (APR), full-face or half-face

. APR cartridges, High-Efficiency Dusts/Fumes/Mists Cartridge
. Coverall, Tyvek, no hood

. Undergloves, latex

. Outergloves, nitrile

. Boots, calf-high. Butyl Rubber, steel toed and shanked

Decontamination was conducted in a contamination reduction zone established adjacent to the
pile. Decontamination procedures consisted of an Alconox soap wash, a potable water rinse,
and a deionized water rinse. All decontamination fluids were disposed of onto the pile.
Expendable materials having a low probability of contamination were collected and placed into
TSt s Wil WRIR P v fon e mietipd rasn pidkop. Tie ‘audknoe and 'mign-iit were
decontaminated on the edge of the pile with the fire hose before leaving the site.
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3.0
DISCUSSION OF EXCAVATION ACTIVITIES AND FINDINGS

Six trenches, or approximately one every 100 feet, extending to the base of the pile were
excavated. The trenches were located in various areas of the pile (Figure 1).

As shown in Tables 1 and 2, there was a significant variation in the results of the physical and
analytical testing performex! on samples of material collected from the individua! trenches.
Overall. total lead values ranged from 41,400 mg/kg to 154,000 mg/kg. This range i< consistent
with the results of previous investigations. Weighted averages of material densities for each
trench were determined by using the densities calculated for the discrete samples and applying
these to the material percentages estimated for each trench. These densities ranged from 1.41
tons/cubic vard to 2.18 tons ‘cubic yard, with and average density of 1.65 tons/cubic vard. This
compares favorably with matenal densities determined from truckloads of excavated material

which had an average density of 1.52 tons/cubic yard.

However, 1t appears that the composite samples that were collected in five gallon buckets are
not large enough to be representative, and tend to yield densities that are too low. The discrete
sample weighted averages and the truckload densities appear to be a more accurate indication
of the true range of densities if the material present in the pile.

Only three of eleven samples analyzed for BTU content yielded measurable BTU values (374,
700. and 9.820 BTUs/Ib.). These three samples were predominantly battery casing material.
TOC results ranged from 10,300 to >60,000 mg/kg for the samples analyzed. Based on
available information on the secondary smelting process, it appears that the TOC content of the

slag could be due to the limestone and cast iron flux material used in the smelting process.
Specific details of each trench are discussed in the following sections.
3.1 7Trench 1

Trench | was located near the north center of the pile with the long axis of the trench trending
north-south. The trench was approximately 75 feet long by 20 feet wide and 20 feet deep and
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extended about 10 to 12 feet below grade. Trench materials consisted of the hard plastic battery
casing materials overlying coarse reddish-brown slag. This was underlain by a slightly finer slag
overlying natural silty clays at about 10 feet below grade. One lens of red bricks and mortar
approximately 20 ft. long by 5 ft. high was noted near the south end of the trench (Figure 2).
No water was noted in the trench. One discrete sample was collected from the trench. The
sample yielded a total lead concentration of 118,000 mg/kg, a density value of 1.49 tons/yd, a
Total Organic Carbon concentration of > 60,000 mg/kg. and a BTU value of 9,820 BTU/Ib.

3.2 Trench 2

Trench 2 was located at the northwest corner of the pile just south and east of the Taracorp
office building and south of the employee parking lot. Its long axis trended east-west. The
trench was approximately 50 feet long by 15 feet wide and 20 feet deep. It 2xtended
approximately 8 to 10 feet below the surface of the adjacent asphalt parking lot into natural silty
clays. Trench materials were similar to those in trench 1 but with a high amount of the reddish-
brown lead oxide dust (Figure 3). Because of the lead oxide dust, dust control at trench 2 was
extremely difficult. Two discrete samples were taken from trench 2. Total lead values were
143.000 mg/kg in the battery casing material with the lead oxide dust and 41,400 mg/kg in the
slag materials. Densities were 0.91 and 1.46 ton/yd® respectively. Neither sample would ignite
in the oxygen rich environmeat, so the samples had no measurable BTU values. TO!C values
were > 6().000 mg/kg and 48,800 mg/kg respectively.

33 Trench 3

Trench 3 was located just north of the ramp onto the west side of the pile and had an east-west
trend. The trench was approximately 60 feet long by 15 feet wide and 20 feet deep and
extended approximately 8 feet below grade. Trench materials were similar to those described
above (Figure 4). Two discrete samples were collected. One from the hard plastic battery
casing material with the lead oxide dust and the second from the coarse slag material with clayey
gravels. Total lead values were 154,000 and 69,000 mg/kg respectively. Densities wzre 1.77
and 1.52 ton/yd’. The samples had no measurable BTU values. TOC values were 58.600 and
> 60,000 mg/kg.
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3.4 Trench 4

Trench 4 was located approximately 20 ft. east of the small shed on the west side of the pile and
had an east-west trend. The trench was approximately 60 feet long by 20 feet wide and 30 feet
deep and extended approximately 15 feet below grade into the natural silty clays. Trench
materials were similar to those described above but tended to be more randomly mixed together
(Figure 5) Two discrete samples were collected. The first sample from the battery casing
mate-ial with lead oxide dust had a total lead value of 99,000 mg/kg and a density of 1.52
ton/yd’. No measurable BTU data was obtained and TOC was 14,300 mg/kg The second
sample was from the slag materials with some clayey gravels and had a total {cad value of
37.000 mg/kg,, a density of 1 63 ton/yd®, and. TQC of >6&0 M0 mg/kg. The samples had. nn
measurable BTU values. A thin layer of dross, a white, grainy, pasty, substance that has been
described as being the froth that came from the smelter kettles, was noted at about 15 ft. in
depth and extended from the center to the east end of the excavation.

35 Trench 5

Trench 5 had an east-west trend and was located near the south end of the pile on the west side.
The trench was approximately 75 feet long by 20 feet wide and 30 feet deep and extended
approximately 10 feet below grade into natural silty clays. Trench materials were similar to
those described above (Figure 6). Due to excessive collapse of materials, th: trench was
extended to the east but was much shallower at that end. Water was noted entering the
excavation where the excavation extended into the natural clays, apparently perched water within
the pile. Three discrete samples were taken in trench 5. The first sample was from the battery
casing material and had a total lead value of 62,900 mg/kg, a density of 1.88 ton/yd®, a BTU
value of 374 BTU/Ib. and a TOC value of >60,000. The second sample was frcm the coarse
slag material and had a toral lead value of 59,600 mg/kg, a density of 1.98 ton/yd® a BTU value
of 700 BTU/Ib. and a TOC value of 38,900 mg/kg. The third sample came from a pocket of
dross noted near the center of the excavation at a depth of about 25 feet. The sample had a total
lead value of 55,100 mg/kg, a density of 1.36 ton/yd. and a TOC value of 10,30( mg/kg. No
measurable BTU values were obtained since the samples would not ignite in the oxygen rich

environment.
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3.6 Trench 6

Trench 6 was located at the southeast corner of the pile with its long axis trending northwest-
southeast The trench was approximately 50 feet long by 15 feet wide and 30 feet high and
extended approximately L0 feet below grade into natural silty clays at the easternmost end. The
rend’n materidis consisted of a 1 1o 2 t. thick layer of the ‘battery casing material overlying the
coarse slag material. A pocket of brick rubble was noted at the southeast end of the excavation
(Figure 7) Water ponded at the east end where the excavation extended into the natural clays.
One sample was collected from the coarse slag material in the excavation. The sample had a
total lead value of 49,900 mg/kg, a density of 2.38 ton/yd’, and a TOC value of 20,200 mg/kg.
The samples had no measurable BTU values. The trench was excavated approximately 5 feet
into natural material at the southeast end of the trench. This portion of the excavation became

filled with water that had an oily sheen on top. The location of this trench places it directly west
of the Rich Oil tank fana.
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4.0
TESTING OF DUST CONTROL MEASURES

The dust control plan for this investigation was effectively a pilot test for the potential removal
or reconfiguration of the pile. The primary dust control measure to be utilized was wetting
down of the excavation area To monitor the effectiveness of the dust control measures, air
monitoring instrumentation was set up at four locations at the four corners of the pile (Figure
1). The instrumentatior used consisted of four high volume air sampling stations. These

monirors were set up to provide 24 hour averages for total lead.

Dust control during exciavation activities was accomplished using a one and one half inch
diameter fire hose and spray nozzle attached to the Taracorp fire water system. Each trench
location was saturated with water prior to excavation and soaked with a coarse spray during
excavation. Any visible dust was sprayed in an attempt to keep it from spreading Most of the
visible dust appeared to be generated from the reddish-brown lead oxide that was associated with
the overlying layer of hard plastic battery casing material. Once airbomne, the dust proved
resistant to the dust control measures utilized. What appeared to be lead oxide dust was noted
floating on the ponded water that collected in the base of each trench.

Windy weather conditions made dust control very difficult. Due to the proximity of residential
neighborhoods to the north of the pile, excavation on trench 2 was temporarily halted after dust
control measures were unable to control the generation of visible dust and to keep it from
blowing to the north. Excavation activities were moved to trench 6, at the south end of the pile,
instead. Excavation of trench 2 was completed the following day when wind conditions
permitted.

Dust levels were measured using Gilian Personal Air Sampling Pumps (PASPs), 1+ MIE brand
RAM, and four ambient air monitors stationed at the corners of the waste pile. The ambient air
monitors ran continuously during the duration of the project and were shut off only to change
the filters. The RAM was run daily during excavation activities only. The PASPs were worn
by the W-(' geologist and/or the trackhoe operator or laborer for the first five days of the
project. The ambient air monitors and PASP filters were collected daily and analyzed for total
lead content. The ambient air filters were analyzed by IEA Laboratories in North Billerica,
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Massachusetts. The PASP filters were analyzed by Environmetrics Laborator: in Maryland
Heights, Missouri. The RAM was attached to a strip chart recorder which provided data in the
terms of relative dust levels but did not provide quantitative values. Result« from the air

monitoring operation are included in Table 3.

The ambient air monitoring results indicated that on each day that excavation activities were
conducted. at least one of the four monitoring stations measured total lead levels above the 1.5
ug/m’ USEPA ambient air quality standard for lead (Table 3). Results from samples collected

on the day after excavation activities were completed were below the USEPA stindard.

The PASP air monitoring results for total lead ranged from 0.015 mg/m’ to 0.05% mg/m®. The
OSHA eight hour time weighted average standard for worker exposure of 0.050 mg/m® was
slightly exceeded on day three of the excavation activities (0.053 mg/n?’).

Based on the results of these excavation activities, it is recommended that dust control measures
for future excavation activities be supplemented by using more than one fire hose to control dust.
It is also recommended that the material to be excavated be thoroughly saturated prior to
excavation in order to enhance the effectiveness of dust control operations.
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TABLE 1- RESULTS OF ANALYTICAL AND PHYSICAL TESTING
NL/TARACORP WASTE PILE INVESTIGATION

ANALYS]S
SAMPLE TOTAL LEAD DENSITY DENSITY BTUs TOC MATERIAL DESCRIPTION
(mglkg) (giml) {tonsiyd) (BTU/Ih) {mglkg)

TREMCH 1

T181 118,000 1.76 1.49 9,820 > 60,000 gattery Casing Material with Lead Oxide Dust
TRENCH 2

1281 143,000 1.07 0.91 LR > 60,000 pattery Lasing Material with Lead Oxide Dus?

1282 41,400 1.73 1.48 n 48,800 Slag Materials with some Clayey Gravel
TRENCH 3

T381 154,000 2.09 1.77 *x 58,600 Battery Casing Material with Lead Oxide Dust

T382 68,000 18 152 o > 60,000 Slag Materials with Clayey Gravel
TRENCH 4

T451 99,000 18 1.62 v 14,300 Ratterv Casing Material with Lead Oxide Dust

7452 57,000 1.93 1.63 b > 60,000 Stag Materials with Clayey fine Gravel
TRENCH 5

7581 52,900 2.92 1.88 374 > 60,000 Battery Casing Material with Cindery fine Gravel

1582 59,600 2.34 1.98 700 38,900 Slag Materials with Clayey fine Gravel

1583 55,100 1.61 1.36 - 10,300 Dross
TﬁtNUH ¢}

1651 49,900 2.81 2.38 . 24,200 Tiay with Rattery Tasing Matarial fine qravel

w-cicamiit

** Sample would not ignite in an oxygen enriched ervironment

Page 1 Jantary 8, 1995
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TABLE 2: DENSITY COMPARISONS

NL/TARACORP WASTE PILE INVESTIGATION

DISCRETE SAMPLE | COMPOSITE SAMPLE TRUCK LOAD MATERIAL
TRENCH JWEIGHTED AVERAGE (1) DENSITY (2 DENSITY {3) DESCRIPTION
{tonsjcubic yard) {tons/cubic yard) {tons/cubic yard)

] 1.41 1.31 Slag with some Battery Casing Material {(BCM), fine gravel

A Y 0.90 Slag with some gravel, BCM

3 1.51 1.00 1.504 Slag with some gravel, trace BCM, lead oxide dust, cinders, dross

. cinders, dross

4 1.49 1.00 1.1711.88 Slag with some gravel, trace BCM, lead oxide dust, cinders, dross, demolition debris

5 19 0.80 : Slag with some gravel, BCM, dross

6 2.18 1.60 7 Slag with trace BCM, gravels, demalition debris
Average 1.65 1.10 1.52
Density

{1} Density Calculations Based on Laboratory Data and Estimated Percentages of Various Materials in each Trench
{2) Density Calculations Based on a© Gallon Bucket of Representative Material from Each Trench
(3} Density Calculations Based on Volume and Weight of {oaded Dump Trucks of Representative Material from Trenches 3 and 4

w-Cic3m11a Page 1 January 9, 1995
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TABLE 3: AIR MONITORING DW®dAdward-Clyde Consultants

SAMPLE SAMPLE TOTAL SOLID PARTICULATE

FILTER # DATE LEAD (ug/cubic meter)
10931-NE| 11/30/94 1.42

10952-NW | 11/30/94 1.96 (1)

10955-SE1 11/30/94 | 3.04 (1)

10928-SW | : 11/30/94 5.56 (1)

10931-NE2 1271/94 0.24

(0952-SW?2 12/1/94 9.91 (1)

10955-NW?2 12/1/94 0.79

{0928-SE2 12/1/94 0.18

10931-NE3 12/2/94 0.49

10952-SW3 12/2/94 18.15 (1)
10955-NW3 ‘ 12/2/94 18.76 (1)

10928-SE3 ‘ 12/2/94 0.37

10931-NE4 l 1273194 *

10952-SW4 { 12/3/94 13.89 (1)
10955-NW4 f 12/3/94 VA LIRCY

|
10928-SE4 } 12/3/94 0.1
ELART Page 1 January 12, 1885



TABLE 3: AIR MONITORING DAdddward-Clyde Consultants

SAMPLE SAMPLE TOTAL SOLID PARTICULATE
FILTER # DATE LEAD (ug/cubic meter)
10931-NE5 12/5/94 0.15
10952-SW5 ‘ 12/5/94 0.09
10955-NW5 12/5/94 8.01 (1)
10928-SES 1‘ 12/5/94 0.06
10931-NE6 12/6/94 2.32 (1)
10952-SW6 12/6/94 0.59
[0955-NW6 12/6/94 0.55
10928-SE6 12/6/94 0.37
10931-NE7 12/7/94 0.83
10952-SW7 12/7/94 0.6
10955-NW7 12/7/94 0.27

a 10928-SE7 ' 12/7/94 0.14

L I

* Indicates measurements which were not obtained.
(1) Concentration indicated is above the USEPA standard of 1.5 ug / cubic meter

t3mM11a Page 2 January 12, 1995



Woodward-Clyde Consultants

FIGURES



Last edited: 01/12/95 @ 11:12 a.m. @ WCC-ST.LOUIS

File: G:\GRANITE\ TASK30\FIG1.DWG

MNW
AA MONITOR

MSwW
AA MONITOR

25

f / S‘*///»
y M MONITOR

DRAFT

Fo) @ 60
(T, ]
SCALE FEET
NL/TARACORP SUPERFUND SITE PROJECT NO.
U.S. ARMY CORPS OF ENGINEERS
Eii MONITOR GRANITE CITY, ILLINOIS C3M11Q
Woodward-Clyde &
Consultants
Enginesring & aciences applied to the earth & its environment
DRN. BY: kchP1 /9/95 FIG. NO.
DSGN. BY: : _
CHKD. BY:‘BLf’ Site Plan 1




Last edited: 01/11/95 @ 08:41 a.m. @ WCC-ST.LOUIS

File: G:\GRANITE\ TASK30\ FIG2.DWG

N TRENCH #1 S
440- -440
BATTERY CASING MATERIAL WITH SOME
/CLAYEY FINE GRAVEL 80/20
4351 y -435
REDDISH-BROWN, VERY COARSE (>6IN.) SLAG MATERIAL VERY COARSE BATTERY CASING MATERIAL
WITH TRACE CLAYEY FINE GRAVELS 9¢/10 WITH TRACE CLAYEY FINE GRAVELS 90/10 430
430- i
BLACK FINE (<2IN.) RUBBER BATTERY CASING MATERIAL
WITH SOME CLAYEY FINE GRAVELS 70/30 SAMPLE T1S1 COLLECTED
425 425
REDDISH—-BROWN, VERY COARSE SLAG MATERIAL
WITH TRACE CLAYEY FINE GRAVELS 90/10 o e————
4204 /// \\\ -420
~
-7 RED BRICKS WITH N
Y MORTAR N
ys N
N\
415 GRAY—BROWN, SILTY CLAY 415
] 5
(T ey ™
SCALE FEET
NL/TARACORP SUPERFUND SITE PROJECT NO.
U.S. ARMY CORPS OF ENGINEERS C3M11Q
GRANITE CITY, ILLINOIS
Woodward-Clyde @
. Consultants
NOTE: Asphalt Parking Lot Elevation Approximate 424.0FT Engineering & sciences appiied o the earth & its_environment
DRN. BY: kdw_1/9/95 Cross Section FIG. NO.
oD, B, %E P Trench 1 2




Last edited: 01/11/95 © 08:42 a.m. ® WCC—ST.LOUIS

File: G:\GRANITE\ TASK30\ FIG3.0WG

440-

4354

430

425+

420

415-

ASPHALT
PARKING LOT

TRENCH #2

- 440

P WITH SOME METAL SCRAPS,
SE " CONCRETE, MANGLED DRUMS,
S WOOD

SAMPLE T2S1
COLLECTED

TAN/GRAY, SILTY CLAY /

NOTE: Asphalt Parking Lot Elevation Approximate 424.0FT

-435

-430

L425

-420

-415

DRAFT

o 5
S
SCALE FEET

NL/TARACORP SUPERFUND SITE
U.S. ARMY CORPS OF ENGINEERS

PROJECT NO.

GRANITE CITY, ILLINOIS Cam11Q
Woodward-Clyde @
Consultants
Engineering & sciences applied to the earth & its environment

gggh'sg;fg_wpv 9/95 Cross Section F'G'SNO'

CHKD. BY: OCL P Trench 2




Last edited: 01/11/95 @ 08:42 a.m. ® WCC-ST.LOUIS

File: G:\ GRANITE\TASK30\FIG4.DWG

440+

435+

430-

4254

4204

T

A

ENCH #

|

YELLOW
BAUXITE
BRICKS

BATTERY CASING MATERIAL WITH REDDISH—BROWN
LEAD OXIDE DUST 68/49
SAMPLE T3St COLLECTED

REDDISH—BROWN, VERY COARSE (>6IN.) //////”_— 425
-

SLAG MATERIAL WITH SOME CLAYEY
FINE GRAVELS 80/20
PRAVELS S0/ 22—

415-

REDDISH—BROWN, MEDIUM (2-6IN.) SLAG MATERIAL
WITH CLAYEY FINES 70/39

__—ABUNDANT METAL

SCRAPS, OLD DRUMS, CONCRETE

-440

- 435

-430

GRAY—BROWN, SILTY CLAY

-420
SAMPLE T3S2 COLLECTED
L 415
7] 5
e
SCALE FEET
NL/TARACORP SUPERFUND SITE PROJECT NO.
U.S. ARMY CORPS OF ENGINEERS caM11Q
GRANITE CITY, ILLINOIS
\éVoodv:arctl-CIyde ©
NOTE: Asphalt Parking Lot Elevation Approximate 424.0FT sngg.eﬂ._;sglcmae!‘op?w o the sorth & its environment
DN B‘B(;kdf‘”pv 9/95 Cross Section FiG. NO-
SGN. H
CHKD. BY: &L P Trench 3 4




Last edited: 01/11/95 © 08:42 a.m. ® WCC-ST.LOUIS

File: G:\ GRANITE\ TASK30\ FIG5.DWG

440-

435+

430-

425-

420-

415 -

TRENCH #4

410 -

s E
REDDISH-BRO _
VERY COARSE (S6IN.) _— 440
SLAG, WITH SOME METAL Ava.s o8 /25
SCRAPS BATTERY CASING MATERIAL WITH SOME CLAYEY FINE_.GB-/‘—
REDDISH—BROWN
VERY COARSE SLAG - 435
MATERIAL
REDDISH—BROWN T
BATTERY CASING
MATERIALS WITH SOME REDDISH—-BROWN, VERY COARSE
REDDISH-BROWN SLAG FILL : | 430
LEAD OXIDE KETTLE BOTTOMS, ETC. 80/2@
DUST 80/20
BLACK FINE (<2IN.) CINDERS YELLOW BAUXITE,
WITH TRACE BATTERY /X BRICKS
Soip. WATERIAL SAMPLE T4S1 COLLECTED
\ / — F425
BLACK FINE CINDERS
DARK GRAY/BLACK FINE (<2IN.) CINDERY SLAG MATERIAL WITH
TRACE CLAY, BATTERY CASINGS 82/20
-420
TAN TO REDDISH—BROWN, VERY COARSE (>GIN.) SLAG MATERIAL
WITH SOME CLAYEY FINES 80/20
SAMPLE T4S2 COLLECTED GRAY—WHITE, FINE GRAINED
SLIGHTLY PASTY MATERIAL (DROSS) ' | 415
REDDISH—BROWN, MEDIUM (2-6IN.) SLAG WITH -
CLAYEY FINE GRAVELS 70/30 S — —
L 410
GRAY—TAN, CLAY
DRAFT E
SCALE FEET

NL/TARACORP SUPERFUND SITE
U.S{ ARMY CORPS OF ENGINEERS

PROJECT NO.
CaM11Q

GRANITE CITY, ILLINOIS

Woodward-Clyde @
NOTE: Asphalt Parking Lot Elevation Approximate 424.0FT 30"3““3“0,,,?,4 to the earth & its environment

Engineering & sciences

DRN. BY: kdw 1/9/95
DSGN. BY: £

CHKD. BY: p‘f

Cross Section
Trench 4

FiG. NO.




Last edited: 01/11/95 @ 08:43 a.m. @ WCC-ST.LOUIS

File: G:\GRANITE\TASK30\ FIG6.DWG

440-

435

430

425+

420

415

410-

TRENCH #5

/’—\\M
BATTERY CASING MATERIAL
: wiTH BLACK CINDERY FINE GRAVELS
— 70/38

REDDISH BROWN COARSE (2-6IN.) SLAG MATERIAL
WITH BLACK FINE CLAYEY GRAVELS 98/10

REDDISH—BROWN, MEDIUM (2—-6IN.) SLAG WITH FINE GRAVELS

SOME BATTERY CASING PIECES_79/20/1@0_ _ _ _ _ _ _ _ _ _ _ _ _ _ _

REDDISH—BROWN TO BROWN, VERY COARSE (>6IN.) SLAG
MATERIAL WITH TRACE FINE GRAVELS 90/10
WITH WHITE PASTY SANDY MATERIAL (DROSS) IN POCKET

SAMPLE T5S3 COLLEC

/——_\

—— ~
0'9088\\

BOTTOM OF EXC. @ 41@.9FT

NOTE: Asphalt Parking Lot Elevation Approximate 424.0FT

BATTERY CASING MATERIAL WITH BLACK
CINDERY, FINE GRAVELS 70/30

TED

E
_445
N——
SAMPLE T5S1 COLLECTED - | 440
435
| 430
L 425
L 420
L 415
DRAFT 0 5
[,
SCALE FEET
NL/TARACORP SUPERFUND SITE PROJECT NO.
U.S. ARMY CORPS OF ENGINEERS c3M11Q
GRANITE CITY, ILLINOIS
woodward-Clyde &
onsultants
E,,gimnﬁng & sciences applied to the earth & its environment T
FIG. .

ORN. BY: kdw 1/10/95
DSGN. BY: EP
CHKD. BY: DLP

Cross Section
Trench S




Last edited: 01/11/95 © 08:43 a.m. ® WCC-~ST.LOUIS

File: G:\ GRANITE\ TASK30\ FIG7.DWG

NW
445-

440

435-

430

4254

420

4151

41(DJ

TRENCH #6

MATERIAL WITH FINES
AND REDDISH-BROWN DUST

REDDISH—BROWN, VERY COARSE
SLAG (>6IN.) WITH SOME FINE GRAVELS,
TRACE BATTERY CASING MATERIAL, SOME
FINE TO MEDIUM SLAG PIECES (2—6IN.)
60,/20/20

SAMPLE T76S1 COLLECTED

e —
— e ——
—
—————
——
— —— —— —
Il S
T e ——
— e
——— ——

—— s —

BRICK RUBBLE

445
[

- 440

- 435

-430

-425

-420

-415

NOTE: Asphalt Parking Lot Elevation Approximate 424.@0FT

GRAY, CLAY WITH SOME
BLACK STAINING

SHEEN ON WATER -410

DRAFT —

SCALE FEET

NL/TARACORP SUPERFUND SITE
U.S. ARMY CORPS OF ENGINEERS
GRANITE CITY, ILLINOQIS

PROJECT NO.
C3M11Q

Woodward-Clyde &
Consultants

Engineering & sciences applied to the earth & its environment

DRN. BY: kdw,1/18/95 Cross Section

DSGN. BY: K
CHKD, BY: PLP Trench 6

FIG. NO.




Woodward-Clyde Consultants

ATTACHMENT A



ENVIRONMETRIES!

WOODWARD-CLYDE CONSULTANTS 2345 Millpark Drive
2318 MILLPARK DRIVE Maryland Heights, MO 63043-3529
MARYLAND HEIGHTS, MO 63043 (314) 427-0550

ATTN: DAVE PATE

INVOICE # 29774
PROJECT # C3M11Q-30, NL/TARACORP

ANALYSIS RESULTS

TOTAL LEAD
METHOD SW-846 7420

LAB NO. IDENTIFICATION RESULTS
9412303 T5-S1 11/29/94 16:00 62,900 mg/kg
9412304 T5-52 11/29/94 16:01 59,600 mg/kg
9412305 T5-S3 11/29/94 16:02 55,100 mg/kg
9412306 T4-S1 12/01/94 13:00 99,000 mg/kg
9412307 T4-S2 12/01/94 13:01 57,000 mg/kg
9412308 T3-S1 12/01/94 14:30 154,000 mg/kg
9412309 T3-S2 12/01/94 14:31 69,000 mg/kg
9412310 T6-S1 12/02/94 15:30 49,900 ng/kg
DATE RECEIVED 12/05/94 11:13 DECEMBER 20, 1994

DATE ANLAYZED
ANALYST

12/12 & 20/94

J.N., R.D. Wb‘/ Coaprer

WAYNE L. COOPER
LABORATORY DIRECTOR

Member of American Council of Independent Laboratories * American Society for Testing and Materials * American Chemical Society » American Industrial Hygiene Association



ENVIRONNERRIECSS

WOODWARD-CLYDE CONSULTANTS i
2318 MILLPARK DRIVE Maryland Height?ﬁOM iggmggl;;
MARYLAND HEIGHTS, MO 63043 ' ' (314) 427-0550
ATTN: DAVE PATE

INVOICE # 29774
PROJECT # C3M11Q-30, NL/TARACORP

PREPARATION BLANK
ICP/AA
(UNITS = mg/1l)

PREP. CODE: MP-197-121
PREP. DATE: 11/09/94

ELEMENT BLANK RESULT

LEAD <0.100

LABORATORY CONTROL SAMPLE
ICP/AA
(UNITS = mg/1)

PREP. CODE: MP-197-121
PREP. DATE: 11/09/94

PERCENT
ELEMENT 2 VALUE  RESULT  RECOVERY
LEAD 0.50 0.425 85

Member of American Council of Independent Laboratories * American Society for Testing and Materials « American Chemical Society * American Industrial Hygiene Association



WOODWARD-CLYDE CONSULTANTS

2318 MILLPARK DRIVE

MARYLAND HEIGHTS, MO 63043

ATTN: DAVE PATE

INVOICE # 29774

PROJECT # C3M11Q-30, NL/TARACORP

LAB NO.

9412303
9412304
9412305
9412306
9412307
9412308
9412309

9412310

S.M. = STANDARD METHODS,

DATE RECEIVED
DATE ANLAYZED
ANALYST

*e oo oo

S.H.

BV RONMNETRIGS:
2345 Millpark Drive
Maryland Heights, MO 63043-3529

ANALYSIS RESULTS

DENSITY

METHOD S.M. 2710F

IDENTIFICATION

T5-S1

T5-S2

T5-S3

T4-S1

T4-S2

T3-S1

T3-S2

T6-S1

11/29/94 16:00
11/29/94 16:01
11/29/94 16:02
12/01/94 13:00
12/01/94 13:01
12/01/94 14:30
12/01/94 14:31

12/02/94 15:30

17TH EDITION

12/05/94 11:13
12/14 & 20/94

(314) 427-0550

RESULTS

DECEMBER 20,
L )QHM.L&-W
Puo

WML L. CARER.
LABORATORY DIRECTOR

g/ml
g/ml
g/ml
g/ml
g/ml
g/ml
g/ml
g/ml

1994

Member of American Council of Independent Laboratories * American Society for Testing and Macerials + American Chemical Society * American Industrial Hygiene Assodabon



ENVIRONMETRICE

WOODWARD-CLYDE CONSULTANTS 2345 Millpark Drive
2318 MILLPARK DRIVE Maryland Heights, MO 63043-3529
MARYLAND HEIGHTS, MO 63043 (314) 427-0550

ATTN: DAVE PATE

INVOICE # 29774
PROJECT # C3M11Q-30, NL/TARACORP

ANALYSIS RESULTS

BTU
METHOD ASTM D240-76

LAB NO. IDENTIFICATION RESULTS
9412303 T5-S1 11/29/94 16:00 374/1b
9412304 T5-S2 11/29/94 16:01 700/1b
9412305 T5-S3 11/29/94 16:02 *
9412306 T4-S1 12/01/94 13:00 *
9412307 T4-S2 12/01/94 13:01 *
9412308 T3-S1 12/01/94 14:30 *
9412309 T3-S2 12/01/94 14:31 %
9412310 T6-S1 12/02/94 15:30 *

* = SAMPLE WOULD NOT IGNITE IN AN OXYGEN ENRICHED ENVIRONMENT.

DATE RECEIVED
DATE ANLAYZED
ANALYST

12/05/94 11:13 DECEMBER 20, 1994
12/14 & 20/94

S.H. Wayme - Coafer

WAYNE L. COOPER o
LABORATORY DIRECTOR

e e¢ e

Member of American Council of independent Laboratories + American Society for Testing and Materials « American Chemical Society * American Industrial Hygiene Association



2345 Millpark Drive
Maryland Heights, MO 63043-3529
(314) 427-0550

WOODWARD-CLYDE CONSULTANTS
2318 MILLPARK DRIVE
MARYLAND HEIGHTS, MO 63043
ATTN: DAVE PATE

INVOICE # 29774 ‘
PROJECT # C3M11Q-30, NL/TARACORP

ANALYSIS RESULTS

TOTAL ORGANIC CARBON
METHOD EPA 415.2

ANALYST

LAB NO. IDENTIFICATION RESULTS
9412303 T5-S1 11/29/94 16:00 >60,000 mg/Kg
9412304 T5-S2 11/29/94 16:01 38,900 mg/kg
9412305 T5-S3 11/29/94 16:02 10,300 mg/kg
9412306 T4-S1 12/01/94 13:00 14,300 ng/kg
9412307 T4-S2 12/01/94 13:01 >60,000 ma/kq
9412308 T3-S1 12/01/94 14:30 58,600 mg/kg
9412309 T3-S2 12/01/94 14:31 >60,000 mg/Kg
9412310 T6-~S1 12/02/94 15:30 20,200 mg/kg

DATE RECEIVED : 12/05/94 11:13 DECEMBER 20, 1994

DATE ANLAYZED : 12/15/94

T.L. lOQ.L[’\(L &" C@C\tk‘{

WAYNE L. COOPER L“)
LABORATORY DIRECTOR

Member of American Council of independent Laboratories * American Society for Testing and Materials * American Chemical Society * American Industrial Hygiene Association



WOODWARD—-CLYDE CONSULTANTS 2345 Mil .
park Drive

2318 MILLPARK DRIVE | ,

MARYLAND HEIGHTS, MO 63043 Maryland Heights, M8|2)32;;:g§§3

ATTN: DAVE PATE

INVOICE # 29774
PROJECT # C3M11Q-30, NL/TARACORP

PREPARATION BLANK
AR SRR
(UNITS = mg/l)

PREP. CODE: MP-197-34
PREP. DATE: 12/20/94

ELEMENT BLANK RESULT

LEAD <0.100

LABORATORY CONTROL SAMPLE
ICP/AA
(UNITS = mg/l)

PREP. CODE: MP-197-34
PREP. DATE: 12/20/94

PERCENT
ELEMENT VALUE RESULT RECOVERY
LEAD 0.50 0.46 92

Member of American Council of Independent Laboratories « American Society for Testing and Materials * American Chemical Society * American Industrial Hygiene Association
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cHan o custopy REcoRD

WOODWARD-CLYDE CONSULTANTS
2318 MILLPARK DR.
MARYLAND HEIGHTS, MISSOURI 63043

314-429-0100

SHEET __L of _‘\ .

CONTAINER DESCRIPTION /

PROJECT NO: PROJECT NAME: /
o ANALYSES REQUESTED
C3mie- Z =
SAMPLER'S: (Signgfure) gé @\ ’\/5 REMARKS
WA 2 A RS G
DATE | TIME SAMPLE 1.D. NUMBER /@ / 4] < /\°
s | loo| T5-5) VAL ALK K Nooe | TAT
ol | T5-32 S O s S
1oz | 75 —$3 VL2 IR X
l(jl 1300 | T4 — 5] B SRN o X
o\ | T4 - 52 V[ [ X
U30| 13 - 4| Ly [
143) | 73 - 52 EREEES X ;
\2lliszo| T - ) V3SR K )
| -3
Q
A AN VAV %
.| RELINQUISHED)BY: (Signsture) D /fTIME RE ED, BY: {Siénatdye) DA TIME
SR ety rre0 | Sl I 2/o/od 172 |
| l'lELINQUISHED BY: (Sighature) DATE / TIME RECEIVED AT LAB BY: (Signature) DATE / TIME 2
| QME’I,HOD OF SHIPMEI;JT: AIRBILL NO: E
@
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WOODWARD-CLYDE CONSULTANTS 2345 Millpark Drive
2318 MILLPARK DRIVE ‘ Maryland Heights, MO 63043-3529
MARYLAND HEIGHTS, MO 63043 , (314) 427-0550

ATTN: ERIC PAGE

INVOICE # 29807 -
PO # PO94M-F-0024 L e

PROJECT # C3M11Q/30 )
2 ) d =
8 2
A : ;I/?oﬂ%'\(ﬂ //f?{’{ F')l,
ANALYSIS RESULTS 2 o
‘ ’»,0 ,'1 . “ ‘
SAMPLE ID: T2S1 ’ ey e
LAB ID: 9412508 o
DATE COLLECTED: 12/03/94 1230
DATE RECEIVED: 12/07/94 0840
IEST PERFORMED METHOD OF ANALYSIS RESULTS ANALYST
METALS ANALYSIS SW-846 7420 TOTAL
LEAD 143,000  mg/kg 12/08/94 R.D.
DENSITY SM2710F 1.07 g/ml  12/16/94 E.A.
BTUs ASTM D240-76 * % BTU/1b 12/19/94 T.L.
TOTAL ORGANIC CARBON EPA 415.2 >60,000 ng/kg 12/19/94 T.L.

**Sample would not ignite in an oxygen enriched environment.

S.M.=STANDARD METHODS, 17TH EDITION

DECEMBER 20, 1994

[/Olum O%@OO@IK

WAYNE L. COOPER Zio
LABORATORY DIRECTOR

Member of American Council of Independent Laboratories * American Society for Testing and Materials * American Chemical Society » American Industrial Hygiene Association



WOODWARD-CLYDE CONSULTANTS
2318 MILLPARK DRIVE
MARYLAND HEIGHTS, MO 63043

ATTN: ERIC PAGE
INVOICE # 29807

PO # PO94M-F-0024
PROJECT # C3M11Q/30

E
2345 Millpark Drive
Maryland Heights, MO 63043-3529
(314) 427-0550

ANALYSIS RESULTS

SAMPLE ID: 1252
LAB ID: 9412509
DATE COLLECTED: 12/03/94 1230
DATE RECEIVED: 12/07/94 0840

TEST PERFORMED METHOD OF ANALYSIS RESULTS ANALYST
METALS ANALYSIS SW-846 7420 TOTAL

LEAD 41,400 mg/kg 12/08/94 R.D.
DENSITY SM2710F 1.73 g/ml 12/16/94 E.A.
BTUs ASTM D240-76 %% BTU/1b 12/19/94 T.L.

TOTAL ORGANIC CARBON

EPA 415.2

48,800 mg/kg

**Sample would not ignite in an oxygen enriched environment.

S.M.=STANDARD METHODS, 17TH EDITION

DECEMBER 20, 1994

Coepta 8 CoepP

WAYNE L. COOPER
LABORATORY DIRECTOR

Member of American Council of Independent Laboratories * American Society

for Testing and Materials . American Chemical Society * American Industrial Hygiene Association

12/19/94 T.L.



WOODWARD-CLYDE CONSULTANTS 2345 Millpark Drive
2318 MILLPARK DRIVE Maryland Heights, MO 63043-3529
MARYLAND HEIGHTS, MO 63043 (314) 427-0550

ATTN: ERIC PAGE

INVOICE # 29807
PO # PO94M-F-0024
PROJECT # C3M11Q/30

ANALYSIS RESULTS

SAMPLE ID: T1S1
LAB ID: 9412510
DATE COLLECTED: 12/03/94 1530
DATE RECEIVED: 12/07/94 0840

TEST PERFORMED METHOD OF ANALYSIS RESULTS AN ST
METALS ANALYSIS SW-846 7420 TOTAL

LEAD 118,000 mg/kg 12/08/94 R.D.
DENSITY SM2710F 1.76 g/ml  12/16/94 E.A.
BTUs ASTM D240-76 9,820 BTU/1b 12/19/94 T.L.
TOTAL ORGANIC CARBON EPA 415.2 >60,000 mg/kg 12/19/94 T.L.

S.M.=STANDARD METHODS, 17TH EDITION

DECEMBER 20, 1994

L\})L[)LQ()(O 0525’2/
WAYNE L. COOPER K~
LABORATORY DIRECTOR

Member of American Council of Independent Laboratories « American Society for Testing and Materials < American Chemical Society * American Industrial Hygiene Association



WOODWARD-CLYDE CONSULTANTS !345 Millpark Drive

2318 MILLPARK DRIVE Maryland Heights, MO 63043-3529
MARYLAND HEIGHTS, MO 63043

(314) 427-0550
ATTN: ERIC PAGE
INVOICE # 29807

PO # PO94M-F-0024
PROJECT # C3M11Q/30

ANALYSIS RESULTS

PREPARATION BLANK

PREP CODE: MP.197.120
PREP DATE: 12/08/94

ELEMENT BLANK RESULT

LEAD <0.100 mg/1

Member of American Council of Independent Laboratories * American Society for Testing and Materials * American Chemical Society « American Industrial Hygiene Association



ENVNIRONMNETRICS
2345 Milipark Drive
Maryland Heights, MO 63043-3529

(314) 427-0550

WOODWARD-CLYDE CONSULTANTS
2318 MILLPARK DRIVE
MARYLAND HEIGHTS, MO 63043
ATTN: ERIC PAGE

INVOICE # 29807

PO # PO94M-F-0024
PROJECT # C3M11Q/30

LABORATORY CONTROL SAMPLE
(Units = mg/l)

PREP CODE: MP.197.120
PREP DATE: 12/08/94

SPIKE SAMPLE
ELEMENT AMOUNT RESULT %R
LEAD 0.50 0.51 102

Member of American Council of Independent Laboratories « American Society for Testing and Materials * American Chemical Society * American Industrial Hygiene Association
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o
/]
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